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Wausau Coated Products
825 77" Avenue South
Wausau, WI 54402

The following sample(s) was/were submitted WCP Top coated pressure sensitive
and identified by/on behalf of the client as: Part 33078

Lot ID # 54720
Bar Code - 463948
Sample Received Date 12/05/2008
Testing Period 12/08/2008 - 12/12/2008

Test Requested: 1. ASTM F963-07 Soluble Heavy Metals

2. To determine the phthalate content (DBP, BBP, DEHP, DINP, DNOP & DIDP) in
the submitted sample.

Test Method: 1. As specified in ASTM F963-07. Analysis was conducted by Inductively Coupled
Argon Plasma Spectrometry (ICP).

2. With reference to ASTM D3421:1975.
Analysis was performed by Gas Chromatograph / Mass Spectrometer (GC/MS).

Test Results : See the following pages.

Signed for and on behalf of SGS US Testing Co.
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Diane Santino
Manager, Chemistry Laboratory
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the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole responsibility is to its Client
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